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Advising ThesesAdvising ThesesKaraağaç B., NİTRİL KAUÇUKTA LİGNİN ETKİSİ VE EPOKSİDE DOĞAL KAUÇUK ESASLI MALZEMELERDE LİGNİN VE 1,3-BİS(SİTRAKONİMİDOMETİL)BENZEN İLE KENDİ KENDİNİ ONARMA, Doctorate, B.NUR(Student), 2023Şen M., Karaağaç B., Investigation of the effect of ionizing radiation on the energy-damping properties ofpoly(epichlorohydrin-co-ethylene oxide-co-allyl glycidyl ether) (GECO) based elastomers cured with different agents,Postgraduate, P.TONKA(Student), 2023Karaağaç B., Floroelastomer (FKM) esaslı kauçuk hamurlarında arayüzey etkileşiminin geliştirilmesi, Postgraduate,T.AKYILDIZ(Student), 2023Karaağaç B., Cam elyaf takviyeli polyester (CTP) atıklarının geri kazanımı ve yeni hazırlanan kompozitlerdedeğerlendirilmesi, Doctorate, S.YILDIZ(Student), 2021Karaağaç B., ENR esaslı kuşingam hamuru geliştirilmesi, Doctorate, M.ÖTER(Student), 2021Taşdelen M. A., Karaağaç B., Stiren-bütadien kauçuğun özelliklerinin farklı nanodolgularla geliştirilmesi, Doctorate,S.BEKİN(Student), 2021Karaağaç B., Kauçuk hamurlarında alternatif antioksidan: Kına, Doctorate, Ş.ÖNCEL(Student), 2021Karaağaç B., Kloropren ve klorlanmış polietilenin reaktif silanlar eşliğinde vulkanizasyonu, Postgraduate,T.ÜNÜGÜL(Student), 2020Karaağaç B., Kord kaplama hamurlarında arayüzey geliştirme amaçlı sıvı kauçuk kullanımı, Postgraduate,M.ERENKAYA(Student), 2020Karaağaç B., Kınanın nitril kauçuk (NBR) ve stiren bütadien kauçuk (BSR) esaslı malzemelerde antioksidan etkisi,Postgraduate, O.KANTARCI(Student), 2019Karaağaç B., Sıvı kauçukların nitril kauçuğun işlenme karakteristikleri ve ısıl performansı üzerindeki etkileri,Postgraduate, K.FARZULLAZADE(Student), 2019Karaağaç B., Sıcaklık dayanım performansı geliştirilmiş EPDM esaslı malzeme geliştirilmesi, Postgraduate,Ö.YILDIRIM(Student), 2019Karaağaç B., Kısa elyaf takviyeli EPDM kompozitleri - reolojik ve dinamik özelliklerinin incelenmesi, Postgraduate,H.ASLI(Student), 2019Karaağaç B., Nitril kauçuk/aramid elyaf kompozitlerinin akış performansının geliştirilmesinde sıvı kauçuk etkinliği,Postgraduate, S.SEDA(Student), 2019Karaağaç B., Kablo endüstrisi için aleve ve yağa karşı dirençli kauçuk hamuru geliştirilmesi, Postgraduate,U.TUANA(Student), 2019Karaağaç B., Epokside doğal kauçuğun koajan varlığında vulkanizasyonu, Postgraduate, S.EZGİ(Student), 2019Karaağaç B., Kınanın farklı kükürtlü vulkanizasyon sistemlerindeki antioksidan etkisi, Postgraduate,B.KURTOĞLU(Student), 2019Karaağaç B., Sıvı kauçuklar ile hazırlanan epdm esaslı malzemelerin özelliklerinin çok yönlü değerlendirilmesi,Postgraduate, B.KOÇYİĞİT(Student), 2019Karaağaç B., Ligninin nitril kauçuk vulkanizasyonunda koajan olarak değerlendirilmesi, Postgraduate, A.ORAL(Student),2019Karaağaç B., Kısa aramid elyaf takviyeli NBR kompozitlerinin özellikleri, Postgraduate, H.CİMŞİT(Student), 2019Karaağaç B., Hrdlıčka Z., Farklı yöntemlerle öğütülen atık lastik tozlarının yeni lastik hamurlarında reolojik vefozokomekanik özelliklere etkisi, Postgraduate, Y.KUZU(Student), 2018Karaağaç B., Çaprazbağ yoğunluğu hesabında kullanılan tekniklerin doğal kauçuk (NR) ve etilen propilen dien kauçuk(EPDM) için karşılaştırmalı olarak değerlendirilmesi, Postgraduate, B.KILIÇ(Student), 2018Karaağaç B., Dinamik uygulamalarda EPDM'in NR yerine kullanılabilirliğinin araştırılması, Postgraduate,A.TUĞBA(Student), 2016Karaağaç B., Karbon elyaf takviyeli NR ve NR/ENR esaslı kauçuk hamurlarının özellikleri ve vulkanizasyon kinetiği,Postgraduate, B.NUR(Student), 2016



KARAAĞAÇ B., Styrene - butadiene rubber / halloysite nanotubes nanocomposites modified by itaconic acid,Postgraduate, G.UZAN(Student), 2014KARAAĞAÇ B., Doğal kauçuk/bütadien kauçuk esaslı silecek lastiği malzemelerinin hazırlanması ve karakterizasyonu,Postgraduate, A.BABAPOUR(Student), 2013Şen M., Karaağaç B., Doğal kauçuk/bütadien kauçuk esaslı silecek lastiği malzemelerinin hazırlanması vekarakterizasyonu, Postgraduate, A.BABAPOUR(Student), 2013Karaağaç B., Poli(laktik asit)'in silikon kauçuk ile toklaştırılması, Postgraduate, S.YILDIZ(Student), 2012
Jury MembershipsJury MembershipsPost Graduate, Post Graduate, Hacettepe Üniversitesi, March, 2024Post Graduate, Post Graduate, Hacettepe Üniversitesi, January, 2024Doctorate, Doctorate, Ondokuz Mayıs Üniversitesi, January, 2024
Published journal articles indexed by SCI, SSCI, and AHCIPublished journal articles indexed by SCI, SSCI, and AHCII. The effect o f POSS nanoparticles on crosslinking of styrene-butadiene rubber The effect o f POSS nanoparticles on crosslinking of styrene-butadiene rubber nanocompositesnanocompositesAçar S. B., Taşdelen M. A., Karaağaç B.TURKISH JOURNAL OF CHEMISTRY, vol.47, pp.417-425, 2023 (SCI-Expanded)II. Self-healing behaviour of lignin-containing epoxidized natural rubber compoundsSelf-healing behaviour of lignin-containing epoxidized natural rubber compoundsYeşil B., Ünügül T., Karaağaç B.EXPRESS POLYMER LETTERS, vol.17, no.7, pp.704-721, 2023 (SCI-Expanded)III. Use of L iquidambar Orientalis Mills in natural rubber compounds as an alternative to  syntheticUse of L iquidambar Orientalis Mills in natural rubber compounds as an alternative to  syntheticresinsresinsUnugul T., Erenkaya M., KARAAĞAÇ B.JOURNAL OF ELASTOMERS AND PLASTICS, vol.54, no.5, pp.778-799, 2022 (SCI-Expanded)IV. Methacrylate-functionalized POSS influence on cross-linking and mechanical properties o f styrene-Methacrylate-functionalized POSS influence on cross-linking and mechanical properties o f styrene-butadiene rubberbutadiene rubberAÇAR S. B., TAŞDELEN M. A., KARAAĞAÇ B.IRANIAN POLYMER JOURNAL, vol.30, pp.697-705, 2021 (SCI-Expanded)V. The outstanding interfacial adhesion between acrylo-POSS/natural rubber composites andThe outstanding interfacial adhesion between acrylo-POSS/natural rubber composites andpolyamide-based cords: 'An environmentally friendly alternative to  resorcinol-formaldehyde latexpolyamide-based cords: 'An environmentally friendly alternative to  resorcinol-formaldehyde latexcoating'coating'Yazici N., Dursun S., Yarici T., Kilic B., Arican M. O., MERT O., KARAAĞAÇ B., ÖZKOÇ G., KODAL M.POLYMER, vol.228, 2021 (SCI-Expanded)VI. Vulcanization of chlorinated polyethylene / chloroprene rubber compounds at lower temperaturesVulcanization of chlorinated polyethylene / chloroprene rubber compounds at lower temperaturesin the presence of reactive silanesin the presence of reactive silanesUnugul T., Karaağaç B.JOURNAL OF APPLIED POLYMER SCIENCE, vol.138, no.23, 2021 (SCI-Expanded)VII. POTENTIAL SUSTAINABLE ANTIOXIDANTS FOR NATURAL RUBBER: HENNA AND ITS MAJORPOTENTIAL SUSTAINABLE ANTIOXIDANTS FOR NATURAL RUBBER: HENNA AND ITS MAJORCOMPONENTSCOMPONENTSÖncel Ş., Alchekh Wis A., Karaağaç B.RUBBER CHEMISTRY AND TECHNOLOGY, vol.94, no.3, pp.1-10, 2021 (SCI-Expanded)VIII. EFFECTS OF OV-POSS NANOPARTICLES ON THE VULCANIZATION KINETICS OF NATURAL RUBBEREFFECTS OF OV-POSS NANOPARTICLES ON THE VULCANIZATION KINETICS OF NATURAL RUBBERCOMPOUNDSCOMPOUNDSUctepe E., Yazici N., KODAL M., KARAAĞAÇ B., Ozkoc G.MATERIALI IN TEHNOLOGIJE, vol.55, no.6, pp.825-831, 2021 (SCI-Expanded)IX. Utilization of glass fiber reinforced polymer wastesUtilization of glass fiber reinforced polymer wastesYildiz S., KARAAĞAÇ B., Guzelis S. G.



POLYMER COMPOSITES, vol.42, pp.412-423, 2021 (SCI-Expanded)X. Epoxidised natural rubber as adhesion promoter in natural rubber based compoundsEpoxidised natural rubber as adhesion promoter in natural rubber based compoundsOter M., KARAAĞAÇ B.JOURNAL OF RUBBER RESEARCH, vol.23, no.4, pp.333-341, 2020 (SCI-Expanded)XI. Improved interfacial adhesion with the help of functional polyhedral o ligomeric silsesquioxanes inImproved interfacial adhesion with the help of functional polyhedral o ligomeric silsesquioxanes insilicone rubber/rayon fiber composites: Physical, mechanical, thermal, and morphologicalsilicone rubber/rayon fiber composites: Physical, mechanical, thermal, and morphologicalpropertiespropertiesKODAL M., Sirin H., KARAAĞAÇ B., ÖZKOÇ G.POLYMER ENGINEERING AND SCIENCE, vol.60, no.8, pp.1945-1972, 2020 (SCI-Expanded)XII. The effect o f ionizing radiation on the mechanical properties o f NBR elastomers reinforced by ligninThe effect o f ionizing radiation on the mechanical properties o f NBR elastomers reinforced by ligninŞEN M., AKSÜT D., KARAAĞAÇ B.RADIATION PHYSICS AND CHEMISTRY, vol.168, 2020 (SCI-Expanded)XIII. The effect o f ionizing radiation on the temperature scanning stress relaxation properties o f nitrile-The effect o f ionizing radiation on the temperature scanning stress relaxation properties o f nitrile-butadiene rubber elastomers reinforced by ligninbutadiene rubber elastomers reinforced by ligninŞEN M., AKSÜT D., KARAAĞAÇ B.RADIATION PHYSICS AND CHEMISTRY, vol.168, 2020 (SCI-Expanded)XIV. Effect o f Octavinyl-Polyhedral Oligomeric Silsesquioxane on the Cross-linking, Cure Kinetics, andEffect o f Octavinyl-Polyhedral Oligomeric Silsesquioxane on the Cross-linking, Cure Kinetics, andAdhesion Properties o f Natural Rubber/Textile Cord CompositesAdhesion Properties o f Natural Rubber/Textile Cord CompositesYazici N., Dursun S., Yarici T., Kilic B., MERT O., KARAAĞAÇ B., ÖZKOÇ G., KODAL M.INDUSTRIAL & ENGINEERING CHEMISTRY RESEARCH, vol.59, no.5, pp.1888-1901, 2020 (SCI-Expanded)XV. An alternative antioxidant for  sulfur-vulcanized natural rubber: HennaAn alternative antioxidant for  sulfur-vulcanized natural rubber: HennaÖNCEL Ş., Kurtoglu B., Karaagac B.JOURNAL OF ELASTOMERS AND PLASTICS, vol.51, no.5, pp.440-456, 2019 (SCI-Expanded)XVI. Utilization of chrome-tanned leather wastes in natural rubber and styrene-butadiene rubber blendsUtilization of chrome-tanned leather wastes in natural rubber and styrene-butadiene rubber blendsSasmaz S., KARAAĞAÇ B., Uyanik N.JOURNAL OF MATERIAL CYCLES AND WASTE MANAGEMENT, vol.21, no.1, pp.166-175, 2019 (SCI-Expanded)XVII. Identification of temperature scanning stress relaxation behaviors o f new grade ethylene propyleneIdentification of temperature scanning stress relaxation behaviors o f new grade ethylene propylenediene elastomersdiene elastomersKaraagac B., Cengiz S. C., Bayram T., ŞEN M.ADVANCES IN POLYMER TECHNOLOGY, vol.37, no.8, pp.3027-3037, 2018 (SCI-Expanded)XVIII. Investigating effect o f chrome tanned leather scraps in ethylene propylene diene monomer rubberInvestigating effect o f chrome tanned leather scraps in ethylene propylene diene monomer rubberMese P., Karaagac B., Uyanik N.PROGRESS IN RUBBER PLASTICS AND RECYCLING TECHNOLOGY, vol.34, no.2, pp.89-103, 2018 (SCI-Expanded)XIX. End of life tyre management: Turkey caseEnd of life tyre management: Turkey caseKaraağaç B., Kalkan M., Deniz V.JOURNAL OF MATERIAL CYCLES AND WASTE MANAGEMENT, vol.19, pp.577-584, 2017 (SCI-Expanded)XX. Effects o f octamaleamic acid-POSS used as the adhesion enhancer on the properties o f siliconeEffects o f octamaleamic acid-POSS used as the adhesion enhancer on the properties o f siliconerubber/silica nanocompositesrubber/silica nanocompositesŞİRİN H., KODAL M., KARAAĞAÇ B., ÖZKOÇ G.COMPOSITES PART B-ENGINEERING, vol.98, pp.370-381, 2016 (SCI-Expanded)XXI. Itaconic Acid modified Halloy-site/Carbon black dual filler  System in Styrene Butadiene RubberItaconic Acid modified Halloy-site/Carbon black dual filler  System in Styrene Butadiene RubberNanocompositesNanocompositesUzan G., Uyanik N., KARAAĞAÇ B.KGK-KAUTSCHUK GUMMI KUNSTSTOFFE, vol.69, no.6, pp.38-44, 2016 (SCI-Expanded)XXII. Use of ground EPDM wastes in EPDM-based rubber compounds: With and without compatibilizationUse of ground EPDM wastes in EPDM-based rubber compounds: With and without compatibilizationKARAAĞAÇ B., Turan H. O., Oral D. D.JOURNAL OF ELASTOMERS AND PLASTICS, vol.47, no.2, pp.117-135, 2015 (SCI-Expanded)XXIII. Thoughening of Poly(lactic acid) With Silicone RubberThoughening of Poly(lactic acid) With Silicone RubberYILDIZ S., KARAAĞAÇ B., ÖZKOÇ G.POLYMER ENGINEERING AND SCIENCE, vol.54, no.9, pp.2029-2036, 2014 (SCI-Expanded)XXIV. Use of Ground Pistachio  Shell as Alternative Filler  in Natural Rubber/Styrene-Butadiene Rubber-Use of Ground Pistachio  Shell as Alternative Filler  in Natural Rubber/Styrene-Butadiene Rubber-



Based Rubber CompoundsBased Rubber CompoundsKaraagac B.POLYMER COMPOSITES, vol.35, no.2, pp.245-252, 2014 (SCI-Expanded)XXV. Predicting optimum cure time of rubber compounds by means of ANFISPredicting optimum cure time of rubber compounds by means of ANFISKARAAĞAÇ B., Inal M. M., Deniz V.MATERIALS & DESIGN, vol.35, pp.833-838, 2012 (SCI-Expanded)XXVI. Substitution of Aromatic Processing Oils in Rubber CompoundsSubstitution of Aromatic Processing Oils in Rubber CompoundsOter M., Karaagac B., Deniz V.KGK-KAUTSCHUK GUMMI KUNSTSTOFFE, vol.64, no.9, pp.48-51, 2011 (SCI-Expanded)XXVII. EFFECTS OF CRYOGENIC TREATMENT ON THE PROPERTIES OF TYRE PRODUCTION WASTESEFFECTS OF CRYOGENIC TREATMENT ON THE PROPERTIES OF TYRE PRODUCTION WASTESKARAAĞAÇ B., Deniz V., ŞEN M.CHEMICKE LISTY, vol.105, no.5, pp.429-434, 2011 (SCI-Expanded)XXVIII. Predicting the Cure State o f Rubber CompoundsPredicting the Cure State o f Rubber CompoundsKaraagac B., Deniz V.KGK-KAUTSCHUK GUMMI KUNSTSTOFFE, vol.63, no.11, pp.489-492, 2010 (SCI-Expanded)XXIX. The Effects o f Compatibility on the Mechanical Properties and Fatigue Resistance of Butyl/EPDMThe Effects o f Compatibility on the Mechanical Properties and Fatigue Resistance of Butyl/EPDMRubber BlendsRubber BlendsKARAAĞAÇ B., Kaner D., Deniz V.POLYMER COMPOSITES, vol.31, no.11, pp.1869-1873, 2010 (SCI-Expanded)XXX. Artificial neural network approach for predicting optimum cure time of rubber compoundsArtificial neural network approach for predicting optimum cure time of rubber compoundsKaraagac B., Inal M. M., Deniz V.MATERIALS & DESIGN, vol.30, no.5, pp.1685-1690, 2009 (SCI-Expanded)XXXI. Recycling of gamma irradiated inner tubes in butyl based rubber compoundsRecycling of gamma irradiated inner tubes in butyl based rubber compoundsKaraagac B., ŞEN M., Deniz V., Guven O.NUCLEAR INSTRUMENTS & METHODS IN PHYSICS RESEARCH SECTION B-BEAM INTERACTIONS WITHMATERIALS AND ATOMS, vol.265, no.1, pp.290-293, 2007 (SCI-Expanded)XXXII. Thermal stability o f Butyl/EPDM/Neoprene based rubber compoundsThermal stability o f Butyl/EPDM/Neoprene based rubber compoundsDeniz V., Karaagac B., Ceyhan N.JOURNAL OF APPLIED POLYMER SCIENCE, vol.103, no.1, pp.557-563, 2007 (SCI-Expanded)
Articles Published in Other JournalsArticles Published in Other JournalsI. Anti-aging effect o f TMQ on EPDM for Various Cure SystemsAnti-aging effect o f TMQ on EPDM for Various Cure SystemsÖncel Ş., Gül G., Efe M. B., Erdoğan H., Karaağaç B.Journal of advanced research in natural and applied sciences (Online), vol.9, no.4, pp.938-951, 2023 (Peer-Reviewed Journal)II. Preparation and mechanical characterization of halloysite containing styrene-butadiene rubberPreparation and mechanical characterization of halloysite containing styrene-butadiene rubbernanocompositesnanocompositesBekin Acar S., TAŞDELEN M. A., Karaagac B.Journal of innovative engineering and natural science (Online), vol.3, no.2, pp.89-102, 2023 (Peer-ReviewedJournal)III. EPDM HAMURLARINDA TMQ ETKİSİ & VULKANİZATLARIN KULLANIM ÖMRÜ TAHMİNİEPDM HAMURLARINDA TMQ ETKİSİ & VULKANİZATLARIN KULLANIM ÖMRÜ TAHMİNİÖncel Ş., Karaağaç B., Gül G., Efe M. B., Erdoğan H.Kauçuk (Kauçuk Derneği), no.80, pp.48-56, 2022 (Peer-Reviewed Journal)IV. EPDM hamurlarında TMQ etkisi & vulkanizatların kullanım ömrü tayiniEPDM hamurlarında TMQ etkisi & vulkanizatların kullanım ömrü tayiniKaraağaç B., Öncel Ş., Gül G., Efe M. B., Erdoğan H.Kauçuk (Kauçuk Derneği), vol.80, pp.110-118, 2022 (Peer-Reviewed Journal)V. Kloropren kauçuk esaslı hamur formülasyonlarında farklı tip çinko  o lsitlerin etkinliğiKloropren kauçuk esaslı hamur formülasyonlarında farklı tip çinko  o lsitlerin etkinliğiÜnügül T., Kilimci M., Karaağaç B.Kauçuk (Kauçuk Derneği), vol.80, pp.128-138, 2022 (Peer-Reviewed Journal)



VI. Kendi kendini onarma (self-healing) ve kauçuk uygulamalarıKendi kendini onarma (self-healing) ve kauçuk uygulamalarıYeşil B. N., Ünügül T., Karaağaç B.Kauçuk (Kauçuk Derneği), vol.80, pp.120-127, 2022 (Peer-Reviewed Journal)VII. Kauçuk-Metal Yapışması”,Kauçuk-Metal Yapışması”,ÜNÜGÜL T., AKYILDIZ T., KARAAĞAÇ B.Kauçuk, no.76, pp.46-61, 2021 (Peer-Reviewed Journal)VIII. Evaluating ethylene propylene diene monomer rubber for dynamic applications instead of naturalEvaluating ethylene propylene diene monomer rubber for dynamic applications instead of naturalrubberubbeBAYRAM A. T., KARAAĞAÇ B., KONYALI H.Eskişehir Technical Univ. J. of Sci. and Tech. A – Appl. Sci. and Eng., vol.20, no.1, pp.121-132, 2019 (Peer-ReviewedJournal)IX. Elastomerik malzemelerde yanmazlık ve alev geciktiricilerElastomerik malzemelerde yanmazlık ve alev geciktiricilerSARIBATUR U. T., KARAAĞAÇ B.Kauçuk (Kauçuk Derneği), no.66, pp.36-42, 2018 (Peer-Reviewed Journal)X. Peroksit vulkanizasyonuPeroksit vulkanizasyonuKARAAĞAÇ B.Kauçuk (Kauçuk Derneği), no.62, pp.68-86, 2017 (Peer-Reviewed Journal)XI. Kauçuk esaslı malzemelerde yaşlanma-alternatif/doğal antioksidanlarKauçuk esaslı malzemelerde yaşlanma-alternatif/doğal antioksidanlarÖNCEL Ş., KARAAĞAÇ B.Kauçuk (Kauçuk Derneği), pp.50-52, 2016 (Non Peer-Reviewed Journal)XII. Properties o f NR and NR/ENR based compounds reinforced with chopped and sized carbon fiberProperties o f NR and NR/ENR based compounds reinforced with chopped and sized carbon fiberYEŞİL B. N., KARAAĞAÇ B.Anadolu University Journal of Science and Technology-A: Applied Science and Engineering, vol.17, no.5, pp.926-935, 2016 (Peer-Reviewed Journal)XIII. DevulkanizasyonDevulkanizasyonKILIÇ B., AKPINAR S., KARAAĞAÇ B.Kauçuk (Kauçuk Derneği), no.58, pp.72-75, 2016 (Peer-Reviewed Journal)XIV. Application of radiation technology to  rubber and tire industries-Review ArticleApplication of radiation technology to  rubber and tire industries-Review ArticleKARAAĞAÇ B., AYTAÇ A., DENİZ V.Hacettepe Journal of Biology and Chemistry, no.42, pp.23-34, 2014 (Peer-Reviewed Journal)XV. Katkı maddelerinin kauçuk içinde göçüKatkı maddelerinin kauçuk içinde göçüYILDIZ S., KARAAĞAÇ B.Kauçuk (Kauçuk Derneği), no.50, pp.20-24, 2013 (Peer-Reviewed Journal)XVI. Lastik Hamurlarındaki Aromatik İşleme Yağlarının DeğiştirilmesiLastik Hamurlarındaki Aromatik İşleme Yağlarının DeğiştirilmesiÖTER M., YILDIZ S., KARAAĞAÇ B., DENİZ V.Kauçuk (Kauçuk Derneği), no.43, pp.42-49, 2011 (Peer-Reviewed Journal)XVII. Farklı Silan Bağlayıcılarının Silika Dolgulu Lastik Hamurlarına EtkileriFarklı Silan Bağlayıcılarının Silika Dolgulu Lastik Hamurlarına EtkileriKARAAĞAÇ B., DENİZ V.Kauçuk (Kauçuk Derneği), no.42, pp.50-54, 2011 (Peer-Reviewed Journal)XVIII. Lastik karışımlarında çinko  bileşiklerinin ve yüksek aromatik içerikli yağların azaltılmasıLastik karışımlarında çinko  bileşiklerinin ve yüksek aromatik içerikli yağların azaltılmasıKARAAĞAÇ B., DENİZ V.Kauçuk (Kauçuk Derneği), no.39, pp.37-43, 2010 (Peer-Reviewed Journal)XIX. Kauçukların biyomedikal alanlarda kullanımıKauçukların biyomedikal alanlarda kullanımıKARAAĞAÇ B., DENİZ V.Kauçuk (Kauçuk Derneği), no.36, pp.16-18, 2009 (Peer-Reviewed Journal)XX. Yapay sinir  ağları ve polimer bilimindeki uygulamalarıYapay sinir  ağları ve polimer bilimindeki uygulamalarıKARAAĞAÇ B., DENİZ V.Plastik (Pagev), no.103, pp.82-87, 2009 (Peer-Reviewed Journal)XXI. Çevre dostu polimerlerÇevre dostu polimerlerKARAAĞAÇ B., DENİZ V.Plastik (Pagev), no.98, pp.118-122, 2008 (Peer-Reviewed Journal)
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