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IV. Laser process parameter optimization of dimple created on oriented carbon fiber reinforced epoxyLaser process parameter optimization of dimple created on oriented carbon fiber reinforced epoxycompositescompositesCanel T., Kayahan E., Fidan S., Sınmazçelik T.JOURNAL OF COMPOSITE MATERIALS, cilt.55, sa.27, ss.4029-4043, 2021 (SCI-Expanded)V. Laser parameter optimization for surface texturing of inconel 626Optimierung vonLaser parameter optimization for surface texturing of inconel 626Optimierung vonLaserstrahlparametern zur Oberflachentexturierung von Inconel 625Laserstrahlparametern zur Oberflachentexturierung von Inconel 625FİDAN S., CANEL T., SINMAZÇELİK T.MATERIALWISSENSCHAFT UND WERKSTOFFTECHNIK, cilt.52, sa.3, ss.289-307, 2021 (SCI-Expanded)VI. Mathematical modeling of heat distribution on carbon fiber Poly(ether-ether-ketone) (PEEK)Mathematical modeling of heat distribution on carbon fiber Poly(ether-ether-ketone) (PEEK)composite during laser ablationcomposite during laser ablationCANEL T., BAĞLAN İ., SINMAZÇELİK T.Optics and Laser Technology, cilt.127, 2020 (SCI-Expanded)VII. Laser parameters optimization of surface treating of Al 6082-T6 with Taguchi methodLaser parameters optimization of surface treating of Al 6082-T6 with Taguchi methodCANEL T., ZEREN M., SINMAZÇELİK T.OPTICS AND LASER TECHNOLOGY, cilt.120, 2019 (SCI-Expanded)VIII. Influence of laser parameters in surface texturing of polyphenylene sulfide compositesInfluence of laser parameters in surface texturing of polyphenylene sulfide compositesCANEL T., KAYAHAN E., CANDAN L., FİDAN S., SINMAZÇELİK T.Journal of Applied Polymer Science, cilt.136, sa.38, 2019 (SCI-Expanded)IX. Mathematical modelling of laser ablation of random oriented short glass fiber reinforcedMathematical modelling of laser ablation of random oriented short glass fiber reinforcedPolyphenylene sulphide (PPS) polymer compositePolyphenylene sulphide (PPS) polymer compositeCANEL T., BAĞLAN İ., SINMAZÇELİK T.OPTICS AND LASER TECHNOLOGY, cilt.115, ss.481-486, 2019 (SCI-Expanded)X. Optimization of parameters for depth resolution of galvanized steel by LIBS techniqueOptimization of parameters for depth resolution of galvanized steel by LIBS techniqueCANEL T., DEMIR P., KAÇAR E., OZTOPRAK B., AKMAN E., GUNES M., DEMİR A.OPTICS AND LASER TECHNOLOGY, cilt.54, ss.257-264, 2013 (SCI-Expanded)XI. Age, composition and paleoenvironmental significance of a Late Pleistocene eolianite from theAge, composition and paleoenvironmental significance of a Late Pleistocene eolianite from thewestern Black Sea coast o f Turkeywestern Black Sea coast o f TurkeyErginal A. E., Kiyak N. G., Ekinci Y. L., DEMİRCİ A., Ertek A., CANEL T.QUATERNARY INTERNATIONAL, cilt.296, ss.168-175, 2013 (SCI-Expanded)XII. Parameter optimization of nanosecond laser for microdrilling on PVC by Taguchi methodParameter optimization of nanosecond laser for microdrilling on PVC by Taguchi methodCANEL T., KAYA A. U., CELIK B.OPTICS AND LASER TECHNOLOGY, cilt.44, sa.8, ss.2347-2353, 2012 (SCI-Expanded)XIII. Laser welding of Ti6Al4V titanium alloysLaser welding of Ti6Al4V titanium alloysAKMAN E., DEMİR A., CANEL T., SINMAZÇELİK T.JOURNAL OF MATERIALS PROCESSING TECHNOLOGY, cilt.209, sa.8, ss.3705-3713, 2009 (SCI-Expanded)XIV. Characterization of the drilling alumina ceramic using Nd:YAG pulsed laserCharacterization of the drilling alumina ceramic using Nd:YAG pulsed laserKAÇAR E., MUTLU M., AKMAN E., DEMİR A., CANDAN L., CANEL T., GUNAY V., SINMAZÇELİK T.JOURNAL OF MATERIALS PROCESSING TECHNOLOGY, cilt.209, sa.4, ss.2008-2014, 2009 (SCI-Expanded)XV. Optimization of Nd:YAG Laser Welding of MagnesiumOptimization of Nd:YAG Laser Welding of MagnesiumDEMİR A., AKMAN E., CANEL T., Ertuerk S., KAYA A. A., Kenar N., SINMAZÇELİK T., URHAN O.JOURNAL OF LASER MICRO NANOENGINEERING, cilt.2, sa.1, ss.108-113, 2007 (SCI-Expanded)XVI. Equivalent dose in quartz from young samples using the SAR protocol and the effect o f preheatEquivalent dose in quartz from young samples using the SAR protocol and the effect o f preheattemperaturetemperatureKIYAK N. G., Canel T.RADIATION MEASUREMENTS, cilt.41, ss.917-922, 2006 (SCI-Expanded)XVII. Investigation of effects o f double pulse configuration on efficiency of Ni-like and Co-like X-rayInvestigation of effects o f double pulse configuration on efficiency of Ni-like and Co-like X-rayresonance lines emitted from laser produced silver plasmasresonance lines emitted from laser produced silver plasmasCanel T., DEMIR A., Kenar N.CZECHOSLOVAK JOURNAL OF PHYSICS, cilt.56, 2006 (SCI-Expanded)



Diğer Dergilerde Yayınlanan MakalelerDiğer Dergilerde Yayınlanan MakalelerI. Using CO2 Laser, Optimization of Laser Power, Exposure Time and Frequency for Cavity FormationUsing CO2 Laser, Optimization of Laser Power, Exposure Time and Frequency for Cavity Formationon Hardox Steel Plateon Hardox Steel PlateCANEL T., ÜRGÜN S.Izmir Democracy University, 2023 (Hakemli Dergi)II. Determination of the CO2 Laser Parameters on Dimple Geometry on Al2O3 Ceramic SurfaceDetermination of the CO2 Laser Parameters on Dimple Geometry on Al2O3 Ceramic SurfacePilavcı Ç., TABAK Y., ÜRGÜN S., CANEL T.Izmir Democracy University, 2023 (Hakemli Dergi)III. Investigation of the Effects o f the Different Laser Powers on the Steel SurfaceInvestigation of the Effects o f the Different Laser Powers on the Steel SurfaceCanel T.Kafkas Üniversitesi Fen Bilimleri Enstitüsü Dergisi, cilt.16, sa.1, ss.1-5, 2023 (Hakemli Dergi)IV. Optimization with Taguchi Method of Laser Parameters Necessary for Smooth Groove Bottom inOptimization with Taguchi Method of Laser Parameters Necessary for Smooth Groove Bottom inZAMAK 5ZAMAK 5Canel T., Bağlan İ.Kafkas Üniversitesi Fen Bilimleri Enstitüsü Dergisi / Institute of Natural and Applied Science Journal, cilt.15, sa.2,ss.60-64, 2023 (Hakemli Dergi)V. Analysis o f Inverse Euler-Bernoulli Equation with periodic boundary conditionsAnalysis o f Inverse Euler-Bernoulli Equation with periodic boundary conditionsBAĞLAN İ., CANEL T.Turkish Journal of Science, cilt.7, sa.3, ss.146-156, 2022 (Hakemli Dergi)VI. Fourier Method for Higher Order Quasi-Linear Parabolic Equation Subject with Periodic BoundaryFourier Method for Higher Order Quasi-Linear Parabolic Equation Subject with Periodic BoundaryConditionsConditionsBAĞLAN İ., CANEL T.Turkish Journal of Science, cilt.6, sa.2, ss.110-121, 2021 (Hakemli Dergi)VII. Continuous Dependence on Data for a Solution of Higher Order Quasi-Linear Parabolic EquationContinuous Dependence on Data for a Solution of Higher Order Quasi-Linear Parabolic EquationUsing Fourier MethodUsing Fourier MethodBAĞLAN İ., CANEL T.Eastern Anatolian Journal, cilt.7, sa.2, ss.35-41, 2021 (Hakemli Dergi)VIII. Mathematical Modeling of the Shape of Cavity Created with Laser Using Melting, BoilingMathematical Modeling of the Shape of Cavity Created with Laser Using Melting, BoilingTemperature.Temperature.CANEL T., BAĞLAN İ.Turkish Journal of Science, cilt.6, sa.3, ss.162-166, 2021 (Hakemli Dergi)IX. Continuous Dependence on Data for a Solution of determination of an unknown source of HeatContinuous Dependence on Data for a Solution of determination of an unknown source of HeatConduction of Poly(methyl methacrylate) (PMMA)Conduction of Poly(methyl methacrylate) (PMMA)Bağlan İ., Canel T.Turkish Journal of Science, cilt.5, sa.3, ss.214-219, 2020 (Hakemli Dergi)X. Mathematical Modeling of the Effect o f CO2 Laser Power on Texture Size on Polyoxmethylene (POM)Mathematical Modeling of the Effect o f CO2 Laser Power on Texture Size on Polyoxmethylene (POM)SheetSheetCanel T., Bağlan İ.Turkish Journal of Science, cilt.5, sa.3, ss.252-256, 2020 (Hakemli Dergi)XI. Mathematical Modeling of the Effect o f CO2 Laser Parameter on Shape and Geometry of PolymerMathematical Modeling of the Effect o f CO2 Laser Parameter on Shape and Geometry of PolymerPlatePlateCanel T., Bağlan İ.Turkish Journal of Science, cilt.5, sa.3, ss.257-261, 2020 (Hakemli Dergi)XII. Mathematical Modeling of the Eect o f CO2 Laser Power on TextureSize on Polyoxmethylene (POM)Mathematical Modeling of the Eect o f CO2 Laser Power on TextureSize on Polyoxmethylene (POM)SheetSheetCANEL T., BAĞLAN İ.TURKISH JOURNAL OF SCIENCE, cilt.5, sa.3, ss.252-256, 2020 (Hakemli Dergi)XIII. An inverse coefficient problem for quasilinear pseudo-parabolic o f heat conduction of Poly(methylAn inverse coefficient problem for quasilinear pseudo-parabolic o f heat conduction of Poly(methylmethacrylate) (PMMA)methacrylate) (PMMA)Bağlan İ., Canel T.



Turkish Journal of Science, cilt.5, sa.3, ss.199-207, 2020 (Hakemli Dergi)XIV. MATHEMATICAL MODELLING OF ONE DIMENSIONAL TEMPERATURE DISTRIBUTION AS A FUNCTIONMATHEMATICAL MODELLING OF ONE DIMENSIONAL TEMPERATURE DISTRIBUTION AS A FUNCTIONOF LASER INTENSITY ON CARBON FIBER REINFORCED POLY(ETHER-ETHER-KETONE)-(PEEK)OF LASER INTENSITY ON CARBON FIBER REINFORCED POLY(ETHER-ETHER-KETONE)-(PEEK)COMPOSITECOMPOSITECanel T., Bağlan İ.TWMS J. App. and Eng. Math., cilt.127, sa.10, ss.769-777, 2020 (ESCI)XV. MATHEMATICAL MODELING OF THE DEPENDENCE OF HEAT DISTRIBUTION ON DIRECTION INMATHEMATICAL MODELING OF THE DEPENDENCE OF HEAT DISTRIBUTION ON DIRECTION INSURFACE TEXTURING OF CONTINUOUS CARBON FIBRE REINFORCED EPOXY COMPOSITES BY ND.YAGSURFACE TEXTURING OF CONTINUOUS CARBON FIBRE REINFORCED EPOXY COMPOSITES BY ND.YAGLASERLASERCANEL T., BAĞLAN İ.TWMS JOURNAL OF APPLIED AND ENGINEERING MATHEMATICS, cilt.9, sa.1, ss.49-57, 2019 (ESCI)XVI. Akdağ Kütlesinde Pleistosen buzullaşmalarının jemorfolo jik özellikleri ve optik uyarmalı lüminesansAkdağ Kütlesinde Pleistosen buzullaşmalarının jemorfolo jik özellikleri ve optik uyarmalı lüminesans(OSL) ile yaşlandırılması(OSL) ile yaşlandırılmasıBAYRAKDAR C., GÜNEÇ KIYAK N., TUROĞLU H., ÖZTÜRK T., CANEL T.TÜRK COĞRAFYA DERGİSİ, sa.69, ss.27-37, 2017 (Hakemli Dergi)XVII. Akdağ Kütlesi’nde (Batı Toroslar)  Pleistosen buzullaşmalarının jeomorfolo jik özellikleri ve optikAkdağ Kütlesi’nde (Batı Toroslar)  Pleistosen buzullaşmalarının jeomorfolo jik özellikleri ve optikuyarmalı lüminesans (OSL) ile yaşlandırılmasıuyarmalı lüminesans (OSL) ile yaşlandırılmasıBayrakdar C., CANEL T., Kıyak N. G., Turoğlu H., Öztürk T.TÜRK COĞRAFYA DERGİSİ, cilt.69, ss.27-37, 2017 (Hakemli Dergi)XVIII. INVESTIGATION OF EFFECT OF DIFFERENT ANODISATION CURRENT ON POROUS SILICON BY STMINVESTIGATION OF EFFECT OF DIFFERENT ANODISATION CURRENT ON POROUS SILICON BY STMCANEL T., Bektöre Y.SAÜ Fen Edebiyat Dergisi, cilt.2, ss.83-92, 2008 (Hakemli Dergi)XIX. Optimizatin Of Pulsed Nd YAG Laser ParametersFor TitaniumSeam WeldingOptimizatin Of Pulsed Nd YAG Laser ParametersFor TitaniumSeam WeldingAKMAN E., CANEL T., DEMİR A., SINMAZÇELİK T.American Institute of Physics, ss.303-304, 2007 (Hakemli Dergi)XX. Progresses on the Theoretical and Experimental Studies in Laser Technologies Research andProgresses on the Theoretical and Experimental Studies in Laser Technologies Research andApplication Center In KocaeliApplication Center In KocaeliAKMAN E., ATALAY B., CANDAN L., CANEL T., DEMİR A., DEMİR P., ERTÜRK S., GENÇ ÖZTOPRAK B., KAÇAR E.,KENAR N., et al.American Institute of Physics, cilt.899, ss.331-332, 2007 (Hakemli Dergi)XXI. A METHOD OF PRECISE CALIBRATION FOR PIEZOELECTRICAL ACTUATORSA METHOD OF PRECISE CALIBRATION FOR PIEZOELECTRICAL ACTUATORSCANEL T., Bektöre Y.Uludağ University Journal of The Faculty of Engineering, cilt.9, sa.1, ss.147-152, 2004 (Hakemli Dergi)
Hakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan YayınlarHakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan YayınlarI. Investigation of the Effect o f Laser Parameters on Grooves Created on S420MC Stainless SteelInvestigation of the Effect o f Laser Parameters on Grooves Created on S420MC Stainless SteelCanel T., Gezer Z.6th INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES, Antalya, Türkiye, 2 - 05 Kasım 2023,cilt.1, sa.1, ss.73II. Parameters Optimization for Grooves on Al2O3 Ceramic Surface Using CO2 LaserParameters Optimization for Grooves on Al2O3 Ceramic Surface Using CO2 LaserPiavcı Ç., Tabak Y., Ürgün S., Canel T.6th INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES, Antalya, Türkiye, 2 Kasım - 05 Aralık2023, cilt.1, sa.1, ss.69III. Optimization of Depth and Width Size o f Dimple’s Heat Affected Zone Created by CO2 Laser onOptimization of Depth and Width Size o f Dimple’s Heat Affected Zone Created by CO2 Laser onPolyamide PlatePolyamide PlateCanel T., Bağlan İ., Ürgün S.6th INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES, Antalya, Türkiye, 2 Kasım - 05 Aralık2023, cilt.1, sa.1, ss.11IV. Investigation of an inverse coefficient problem for semi-linear parabolic heat conductionInvestigation of an inverse coefficient problem for semi-linear parabolic heat conduction



Bağlan İ., Canel T.ICOLES,2023, Antalya, Türkiye, 2 - 04 Kasım 2023, ss.15V. Mathematical Modelling of Boundary of Dimple Created on ZAMAK 5 plate with Nd:YAG LaserMathematical Modelling of Boundary of Dimple Created on ZAMAK 5 plate with Nd:YAG LaserCANEL T., BAĞLAN İ.icoles,2022, Antalya, Türkiye, 19 Mayıs 2022VI. Investigation of the Effects o f CO2 Laser Parameters on the Geometry of the Grooves Formed on theInvestigation of the Effects o f CO2 Laser Parameters on the Geometry of the Grooves Formed on theTransparent Polycarbonate (PC) SurfaceTransparent Polycarbonate (PC) SurfaceCANEL T., BAĞLAN İ.icoles,2022, Antalya, Türkiye, 19 Mayıs 2022VII. So lution of Higher Order Quasi-Linear Parabolic Equation Subject to  Periodic Boundary Solution of Higher Order Quasi-Linear Parabolic Equation Subject to  Periodic Boundary UsingUsingFourier MethodFourier MethodBağlan İ., Canel T.Icoles 2022, Antalya, Türkiye, 19 - 22 Mayıs 2022, ss.220-228VIII. Optimization of Laser Machining Parameters with Taguchi L9 Orthogonal ArrayOptimization of Laser Machining Parameters with Taguchi L9 Orthogonal ArrayCANEL T., BAĞLAN İ.icoles,2022, Antalya, Türkiye, 19 Mayıs 2022IX. So lution of Two Dimension Quasi-Linear Parabolic Equation with Inverse CoefficientSolution of Two Dimension Quasi-Linear Parabolic Equation with Inverse CoefficientBAĞLAN İ., CANEL T.icoles,2022, Antalya, Türkiye, 19 Mayıs 2022X. Solution of Higher Order Quasi-Linear Parabolic Equation Subject to  Solution of Higher Order Quasi-Linear Parabolic Equation Subject to  Periodic Boundary ConditionsPeriodic Boundary ConditionsUsing Fourier MethodUsing Fourier MethodBAĞLAN İ., CANEL T.icmrs,2021, Türkiye, 22 Ekim 2021XI. Mathematical Modeling of the Width of Grooves Created with Laser Beam on Dual-Phase SteelMathematical Modeling of the Width of Grooves Created with Laser Beam on Dual-Phase SteelSurfaceSurfaceBAĞLAN İ., CANEL T.icmrs,2021, Türkiye, 22 Ekim 2021XII. Fourier Methods for Determination of An Unknown Heat Source Poly(Methyl Methacrylate) (PMMA)Fourier Methods for Determination of An Unknown Heat Source Poly(Methyl Methacrylate) (PMMA)with Periodic Boundary Conditionswith Periodic Boundary ConditionsBAĞLAN İ., CANEL T.3rd INTERNATIONAL CONFERENCEON MATHEMATICAL AND RELATED SCIENCES:CURRENT TRENDS ANDDEVELOPMENTSICMRS 2020, ONLINE MEETING, Türkiye, 20 - 22 Kasım 2020XIII. Mathematical Modeling of the Effect o f Laser Scan Speed on Size o f Texture Created on PolyvinylMathematical Modeling of the Effect o f Laser Scan Speed on Size o f Texture Created on PolyvinylChloride (PVC) PlateChloride (PVC) PlateBağlan İ., Canel T.ICMRS 2020 , Ordu, Türkiye, 20 - 22 Kasım 2020, ss.5-20XIV. Fourier methods for determination of an unknown heat source of Poly(methyl methacrylate)Fourier methods for determination of an unknown heat source of Poly(methyl methacrylate)(PMMA) with periodic boundary conditions(PMMA) with periodic boundary conditionsBağlan İ., Canel T.ICMRS 2020, Ordu, Türkiye, 20 - 22 Kasım 2020, ss.12-22XV. Investigation of the Effect o f Laser Scan Speed on Geometry of Grooves on Polyoxmethylene (POM)Investigation of the Effect o f Laser Scan Speed on Geometry of Grooves on Polyoxmethylene (POM)SheetSheetBağlan İ., Canel T.ICOLES, İstanbul, Türkiye, 11 - 13 Aralık 2020, ss.17-18XVI. An inverse coefficient problem for quasilinear pseudo-parabolic o f heat conduction of Poly(methylAn inverse coefficient problem for quasilinear pseudo-parabolic o f heat conduction of Poly(methylmethacrylate) (PMMA)methacrylate) (PMMA)Bağlan İ., Canel T.ICOLES, İstanbul, Türkiye, 11 - 13 Aralık 2020, ss.70-71XVII. TWO-DIMENSIONAL INVERSE PROBLEM FOR HEAT DISTRIBUTION WITH PERIODIC BOUNDARYTWO-DIMENSIONAL INVERSE PROBLEM FOR HEAT DISTRIBUTION WITH PERIODIC BOUNDARYCONDITIONCONDITIONBağlan İ., Canel T.



2ND INTERNATIONAL CONFERENCE ON MATHEMATICAL AND RELATED SCIENCES, Antalya, Türkiye, 27 - 30Nisan 2019, cilt.1, sa.1, ss.84-92XVIII. Directional Dependence of Cavity Geometry on Laser Pulse Duration in CompositesDirectional Dependence of Cavity Geometry on Laser Pulse Duration in CompositesCanel T., Bağlan İ.2nd INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES, İstanbul, Türkiye, 27 - 29 Haziran2019, cilt.1, sa.1, ss.277-283XIX. Analysis for  the Inverse Coefficient o f the Pseudo-Parabolic Equation with non-Local BoundaryAnalysis for  the Inverse Coefficient o f the Pseudo-Parabolic Equation with non-Local BoundaryConditionConditionBAĞLAN İ., CANEL T.ICOLES 2019INTERNATIONAL CONFERENCEON LIFE AND ENGINEERING SCIENCES, İstanbul, Türkiye, 27 - 29Haziran 2019, cilt.1, sa.1, ss.155-163XX. Continuous Dependence on Data for a Solution of Heat Conduction of Polymeric Materials forContinuous Dependence on Data for a Solution of Heat Conduction of Polymeric Materials forPseudo-Parabolic EquationPseudo-Parabolic EquationBağlan İ., Canel T.2nd INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIENCES, İstanbul, Türkiye, 27 - 29 Haziran2019, cilt.1, sa.1, ss.165-171XXI. Investigation of Directional Dependence of Heat Affected Zone Limits on Laser Pulse EnergyInvestigation of Directional Dependence of Heat Affected Zone Limits on Laser Pulse EnergyCanel T., Bağlan İ.2nd INTERNATIONAL CONFERENCE ON LIFE AND ENGINEERING SCIEN, İstanbul, Türkiye, 27 - 29 Haziran 2019,cilt.1, sa.1, ss.285-291XXII. Continuous Dependence on Data for a Solution of Heat Conduction of Polymeric MaterialsContinuous Dependence on Data for a Solution of Heat Conduction of Polymeric MaterialsBağlan İ., Canel T.2ND INTERNATIONAL CONFERENCE ON MATHEMATICAL AND RELATED SCIENCES, Antalya, Türkiye, 27 - 30Nisan 2019, cilt.1, sa.1, ss.138-145XXIII. Mathematical Modelling of the Effect o f Laser Pulse Duration on Heat Affected Zone in FiberMathematical Modelling of the Effect o f Laser Pulse Duration on Heat Affected Zone in FiberReinforced Polyphenylene Sulphide (PPS)Reinforced Polyphenylene Sulphide (PPS)Canel T., Bağlan İ.2ND INTERNATIONAL CONFERENCE ON MATHEMATICAL AND RELATED SCIENCES, Antalya, Türkiye, 27 - 30Nisan 2019, ss.146-151XXIV. Investigation the Effect o f Laser Energy on Heat Affected Zone (HAZ) in Fiber ReinforcedInvestigation the Effect o f Laser Energy on Heat Affected Zone (HAZ) in Fiber ReinforcedPolyphenylene Sulphide (PPS) and Mathematical Simulation of HAZ FormationPolyphenylene Sulphide (PPS) and Mathematical Simulation of HAZ FormationCANEL T., BAĞLAN İ.2 ND INTERNATIONAL CONFERENCE ON MATHEMATICAL AND RELATED SCIENCES, Antalya, Türkiye, 27 - 30Nisan 2019, cilt.1, sa.1, ss.119-124XXV. An inverse coefficient problem for quasilinear pseudo-parabolic heat conduction of polymericAn inverse coefficient problem for quasilinear pseudo-parabolic heat conduction of polymericmaterialsmaterialsBağlan İ., Canel T.International Conference on Mathematics and Mathematics Education, Konya, Türkiye, 11 - 13 Temmuz 2019, cilt.1,sa.1, ss.208-209XXVI. Modeling of temperature distribution as a function of laser energy: Parallel to  the fiber axis onModeling of temperature distribution as a function of laser energy: Parallel to  the fiber axis onpoly(ether-ether-ketone) compositespoly(ether-ether-ketone) compositesCanel T., Bağlan İ.International Conference on Mathematics and Mathematics Education (ICMME 2019), Konya, Türkiye, 11 - 13Temmuz 2019, cilt.1, sa.1, ss.210-211XXVII. 980 MPA DUAL FAZ ÇELİĞE PROJEKSİYON KAYNAĞI İLE CIVATA KAYNATILMASI VE TAGUCHİ980 MPA DUAL FAZ ÇELİĞE PROJEKSİYON KAYNAĞI İLE CIVATA KAYNATILMASI VE TAGUCHİYÖNTEMİNİ KULLANARAK PARAMETRE OPTİMİZASYONU SAĞLANMASIYÖNTEMİNİ KULLANARAK PARAMETRE OPTİMİZASYONU SAĞLANMASISınmazçelik T., Canel T.4. ULUSLARARASI MÜHENDISLIK, MIMARLIK VE TASARIM KONGRESI, İstanbul, Türkiye, 23 - 24 Nisan 2019, cilt.1,sa.1, ss.1115-1124XXVIII. ND:YAG LASER DRILLING OF CONTINUOUS CARBON FIBRE REINFORCED EPOXY COMPOSITESND:YAG LASER DRILLING OF CONTINUOUS CARBON FIBRE REINFORCED EPOXY COMPOSITESCANEL T., ÇETİN B., FİDAN S., SINMAZÇELİK T.
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